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Disclaimer 

The information in this document has been funded wholly or in part by the U.S. Army Construction 

Engineering Research Laboratories (USACERL) and U.S. Environmental Protection Agency (EPA) 

Nationa l Risk M anage men t Resea rch Lab oratory (N RMR L) unde r Contra ct No. D ACW 88-97-D -0017 to 

Environmental Quality Management, Inc. It has been subjected to USACERL’s and EPA’s peer and 

adm inistrative revie w, and it ha s been  approv ed for pu blication as  a USA CER L and E PA doc ume nt. 

The contents of this report are not to be used for advertising, publication, or promotional 

purposes. Citation of trade names does not constitute an official endorsement or approval of the use of 

such commercial products.  The findings of this report are not to be construed as an official Department of 

Army or U.S. EPA position, unless so designated by other authorized documents. 
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Foreword 

The  U.S.  Envir onm enta l Prote ction  Agency is c harg ed by C ongress  with p rotec ting th e Na tion’s 

land, air, and  water res ources . Under a  man date of n ational env ironm ental laws , the Agen cy strives to 

form ulate and  implem ent action s leading  to a com patible bala nce be tween h uma n activities an d the ability 

of na tural s ystem s to support an d nur ture lif e. To  me et this  ma nda te, EP A’s re sea rch p rogram  is 

providing data and technical support for solving environmental problems today and building a science 

knowledge base necessary to manage our ecological resources wisely, understand how pollutants affect 

our health, and prevent or reduce environmental risks in the future. 

The National Risk Management Research Laboratory is the Agency’s center for investigation of 

technological and management approaches for preventing and reducing risks from pollution that threatens 

human health and the environment. The focus of the Laboratory’s research program is on methods and 

their cost-effectiveness for prevention and control of pollution to air, land, water, and subsurface 

resources; protection of water quality in public water systems; remediation of contaminated sites, 

sedim ents an d groun d water; p revention  and co ntrol of indo or air pollution; a nd resto ration of ec osystem s. 

NRMRL collaborates with both public and private sector partners to foster technologies that reduce the 

cost of c omp liance an d to anticipa te em erging pr oblem s. NRM RL’s res earch p rovides s olutions to 

environmental problems by: developing and promoting technologies that protect and improve the 

environment; advancing scientific and engineering information to support regulatory and policy decisions; 

and providing the technical support and information transfer to ensure implementation of environmental 

regulations and strategies at the national, state, and community levels. 

This pu blication ha s been  produc ed as p art of the L aborato ry’s strategic lo ng-term  researc h plan. 

It is published and made available by EPA’s Office of Research and Development to assist the user 

community and to link researchers with their clients. 

E. Timothy Oppelt, Director


National Risk Manag ement Re search Laboratory


iii 



Abstract 

Today the most widespread source of lead exposure in the environment of U.S. children is lead-

based paint that was applied to residential buildings before 1978. Exposure to lead in paint can come 

from the paint chips themselves, from dust caused by abrasion on friction surfaces, or from chalking of 

exterior paint.  A study was conducted to demonstrate the effectiveness of a wet abrasive blasting 

technology to remove lead-based paint from exterior wood siding and brick substrates, and the 

effectiveness of two Best Demonstrated Available Technologies (BDAT) to stabilize the resultant blasting 

media (coal slag and mineral sand) paint debris to reduce the leachable lead content. The average lead 

loading of the paint coating on the wood and brick substrates was 6.9 and 51.9 mg/cm2, respectively.  The 

effectiveness of the lead-based paint removal technology was determined using an X-ray fluorescence 

(XRF) spectrum analyzer (L&K shell). The XRF measurements were corroborated by analysis of 

substrate samples using inductively-coupled plasma atomic emission spectroscopy (ICP-AES). The 

effectiven ess  of the  technolog ies to  stab ilize the  debr is was eva luated thro ugh  the T oxic ity Cha racte ristic 

Leaching Procedure (TCLP). Aerodynamic particle size distributions of lead particulate generated during 

paint  rem oval w ere m easured  using  a m ulti-sta ge pe rson al cas cade im pac tor. Perso nal an d are a air 

sam ples wer e collected  to evaluate  the poten tial of the wet a brasive b lasting tech nology to ge nerate 

expos ure levels o f lead abo ve the O SHA P erm issible Exp osure L imit (PE L) of 50 µ g/m 3, 8 hour time-

weighted average. 

Wet abrasive blasting effectively removed the lead-based paint coating from both the wood and 

brick substrates to below the U.S. Department of Housing and Urban Development Guideline (1 mg/cm 2) 

with minimal or no damage to the underlying substrates (p<0.0001). The mean area air levels of lead-

containing particulate generated during paint removal were significantly below the PEL (p<0.001), whereas 

the m ean pe rsonal br eathing zo ne lead lev els were  approx imately thre e times  higher tha n the PE L. 

Neither o f the two s tabilization tech nologies  consiste ntly stabilized the a brasive m edia paint d ebris to 

achieve a leachable lead content below the RC RA regulatory threshold (< 5 mg/L). 

Environmental Quality Management, Inc. submitted this document to the U.S. Army Construction 

Engineering Research Laboratories and the U.S. EPA's Office of Research and Development, National 

Risk  Man ageme nt Re sea rch L abo rator y, in par tial fulf illme nt of C ontra ct No . DAC W 88-9 7-D-001 7. Th is 

report covers the period of April 1 through June 15, 1998, and work was completed as of December 30, 

1998. 
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